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A METHOD FOR CHARACTERIZING THE SURFACE CLEANLINESS
DURING ADHESION TESTING

By James M. Bradford, Jr.
Langley Research Center

SUMMARY

It has been shown that the degree of adhesion of metals depends upon the surface
cleanliness. This paper presents a method that was used to characterize the surface
cleanliness of nickel during an adhesion experiment. The change in the work function of
the surface as the metal was cleaned was used to indicate the degree of cleanliness. The
point at which the work function was stable with additional cleaning was used as the clean-
est surface. The cleaning technique was an argon-ion bombardment and heating process.
Measurements of the adhesion force showed that the maximum adhesion forces occurred
when the surfaces were the cleanest. The cleaned surfaces were recontaminated with
oxygen and the adhesion force decreased to zero.

INTRODUCTION

Recently, there has been an enlarged interest in the field of the adhesion of metal-
lic surfaces. Some of this interest is undoubtedly due to the problems involved when
metals are used in the low-pressure environment of outer space. The greatest impetus,
however, to the study of the adhesion of metal surfaces and, indeed to surfaces them-
selves, has been given by the recent availability of the equipment and techniques to
allow the investigation of surfaces. Only within the last decade has vacuum technology
advanced to the sfage that pressures can be attained low enough to allow the study of
uncontaminated surfaces. The invention and developmenf of such devices as the low-
energy electron-diffraction device (LEED) and the field ion microscope have also come
only recently. These instruments allow individual atoms or groups of atoms at the sur-
face to be studied.

Metal -to-metal adhesion is a potential problem in the space environment. Since
most conventional lubricants fail under the conditions found in space, problems arise
with the seizure of bearings and other moving parts. Other potential problems arise in
the adhesion of metal parts under normal contact loads such as relay contacts or valve
seats. In the past, each potential problem of metallic adhesion was treated on an
individual basis and the solution applied only to a limited class of adhesion problems.




A general study of the adhesion phenomena on a more fundamental basis would allow
general solutions to adhesion problems to be formulated.

It is important to know the degree of contamination of the surface to be studied
because in an adhesion test it has been shown (refs. 1 and 2) that the existence of one or
two monolayers of contaminants at the surface can prevent or reduce the amount of
adhesion. Thus, the degree of contamination of the surface must be determined by some
method that would detect the presence of a fraction of a monolayer. Even though many
workers (refs. 1, 3, and 4) have reported various methods for preparing surfaces for
adhesion testing, few of these report on any technique used to determine the degree of
contamination of the surface. Unless such a technique is used to show that the surface
is clean before it is joined, there is no way to determine how much of the contact force
used to form the adhesion junction is required to disrupt the contaminant film.

The purpose of this paper is to present the development of a method for character-
izing the surface cleanliness of nickel surfaces during adhesion testing and to show the
relationship between the degree of surface cleanliness and the adhesion coefficient. The
variation of the adhesion coefficient for cleaned nickel surfaces as a function of the
degree of oxygen recontamination is also presented and a discussion of the theory of
adhesion is included as appendix A.

SYMBOLS
C constant
e electronic charge, coulombs
F flux of molecules striking sample surface, molecules/centimeterz/second
K flux of molecules striking sample surface for ith gas,

molecules/centimeter? /second

K breaking force, newtons

I electron current to anode, amperes
I, argon ion current, amperes

k Boltzmann éonstant



Mj

Pi

mass of molecule of ith gas, grams

molecular weight of ith gas

pressure, torr

partial pressure of ith gas, torr

resistance of source of current for diode, ohms

sputtering rate, molecules of nickel removed per incident argon ion
cathode temperature, °K

temperature of ith gas, °K

anode-cathode voltage, volts

electromotive force generated by battery, volts

work of adhesion between bulk phases A and B

sputtering yield in atoms

adhesion coefficient, ratio of adhesion force divided by contact force

interfacial energy (io is solid-vacuum interface and ij is solid -solid
interface) '

ratio of nickel atoms sputtered to maximum contamination rate
fraction of oy, that is filled
dipole moment per adsorbed site

adsorption sites per centimeter2




b work function, electron volts
X surface potential, volts
EXPERIMENTAL APPROACH

Surface Cleaning Technique

The procedure used in this investigation to clean the surfaces of the samples is
one proposed and used by Farnsworth (ref, 5). It consists of cycles of inert-gas ion
bombardment and heating, This cleaning procedure has been used to study the surface
of titanium, germanium (ref. 6), silicon, nickel (ref. 5), and tantalum (ref. 7.

Many other workers have used the technique to clean metals. Mac Rae (ref'. 8), for
instance, has conducted a study of the surface of clean nickel crystals using the ion
bombardment and heating method of cleaning,

Farnsworth (ref. 5) discussed the way in which the cleaning procedure affects the
nickel surface. After outgassing the sample for several hours at 8000 C, the surface
was covered with an impurity (probably carbon) which diffused to the surface during the
heating process. The subsequent ion bombardment removed the carbon, but the rela-
tively high carbon density just below the surface resulted in the recontamination of the
surface when the sample was heated. The clean surface could only be created and
maintained after the cleaning cycle had been repeated enough times until the carbon
density was too low to recontaminate the surface during the heat treatment.

In the investigations of the clean surfaces using the LEED device, the experiment
itself produced evidence of the degree of cleanliness of the surfaces. Since this inves-
tigation was not conducted with single crystals, it was not possible to use the LEED
device, and some other measure of the cleanliness of the surface had to be used. This
measure was the change in the work function of the surface.,

Change of Work Function With Surface Contamination

There have been numerous observations of the change in the work function of a
surface with the degree of contamination of the surface. Excellent summaries on this
topic are given in references 9 and 10. The effect of the contamination on the surface is
most easily described (ref. 9) by considering the contaminating molecules to form a
dipole layer at the surface which alters the surface potential y, The resulting change in
the work function of the surface is then given by

A¢ = 4no,0u (1)




where @ is the filled fraction of the total number of adsorption sites per cm? (om) and
p is the dipole moment per adsorbed site. This analysis is valid only for low values of
6 and takes into account only one of the parameters which can cause the work function to
change. Such parameters as the heterogeneous nature of the surface which arises from
different crystal faces, lattice defects, dislocations, and so forth, can also affect the work
function. The effect of contamination on the surface is, however, the larger effect (ref. 9),
and the work function of the surface is a strong function of the degree and kind of con-
tamination present on the surface. It has been observed (ref. 11) for certain systems
that the presence of 1/100 of a monolayer alters the work function of a surface so that it
is possible that the change in the work function can indicate very small amounts of sur-
face contamination. The equation relating the change in work function with the change of
contamination is very simplified and, at best, can predict the correct results for low
values of 6. It appears that the work function can then be used to characterize the
degree of contamination only in a qualitative way, especially for highly contaminated
surfaces.

Eisinger has measured the change in the work function of tungsten with the adsorp-
tion of nitrogen (ref. 12) and carbon monoxide (ref. 13). In both cases the work function
was an approximately linear function of the number of atoms adsorbed on the surface at
least up to a single monolayer coverage. Redhead (ref. 14) has also measured the change
in work function of tungsten with the adsorption of nitrogen and carbon monoxide, and
although the results are somewhat different than those reported by Eisinger (ref. 13),
there is still a linear relationship between the change in work function and the number of
atoms adsorbed for low values of monolayer coverage. Theoretical discussions of the
change in work function on monolayer adsorption are given in references 9, 10, and 15.

DESCRIPTION OF APPARATUS

Vacuum System

The experiment was conducted at very low pressure so that the sample surfaces,
once cleaned, would stay clean for a reasonable length of time. Therefore, the experi-
mental apparatus was installed in a vacuum chamber. The vacuum chamber was a hori-
zontal cylinder 30 inches (0.762 m) in diameter and 42 inches (1.02 m) long. The vac-
uum chamber and the apparatus attached to the vacuum chamber are shown in figure 1.
The vacuum chamber was pumped by a 10-inch (0.254-m) oil diffusion pump which was
backed by a 2-inch (0.051-m) diffusion pump and a mechanical roughing pump. A
water-cooled baffle and a liquid nitrogen-cooled baffle were located between the diffu-
sion pump and the chamber to prevent oil backstreaming. The pressure in the chamber
after the chamber has been baked and with the experimental apparatus installed was




typically 5 X 10-10 torr (1 torr = 133.32 N/m2). Additional details of the vacuum system
are given in reference 16.

Also shown in figure 1 are the electronic equipment in the relay racks to the right
of the vacuum chamber and the loading frame and load-measuring equipment on the left
of the vacuum chamber. More details about this equipment are given subsequently.

Apparatus For Measuring Work Function

The retarding field diode method (ref. 17) was chosen to measure the changes in
the sample work function. The method is relatively simple and can give a continuous
recording of the sample work function. Under certain conditions (see appendix B) the
change in the sample work function is the same as the change in the sample voltage. The
work function change is then measured by measuring the change in the sample voltage.
The left sample was mounted on the end of a linear motion feedthrough and the right
sample was mounted in a saniple holder which was affixed to a rotary turntable. Water-
cooled tubes were attached to the sample mounts in order to keep them cool during the
heating cycle. The right sample could be rotated by using a rotary motion feedthrough
shown in figure 1. The electrical schematic of the apparatus used to measure the work
function is shown in figure 2. The apparatus used for measuring the change in the work
function is shown in figure 3. This apparatus consisted of three main parts: the ion
bombardment apparatus, the electron gun apparatus, and the rotation apparatus.

A closeup of the apparatus is seen in figure 4. The electron gun is shown behind
the right sample holder. The samples were electrically insulated from the sample hold-
ers by alumina spacers. Also shown in figure 4 is the turntable lock. This device locked
the turntable in place when the left sample was traversed inward. The position indicator
allowed the turntable to be set at the exact position required. Also shown in figure 4 are
the ion gun and the gas inlet tube which fed the argon into the back of the ion gun.

Magnetron Ion Gun

The magnetron ion gun apparatus was used during the cleaning procedure before the
work function measurements were made. It consisted of a cold cathode ion source and its
associated power supplies. A schematic of the magnetron ion gun is shown in figure 5.
The ion source was a modified magnetron configuration (ref. 18), which used, in this case,
an anode voltage of 2000 volts and an axial magnetic field of 600 gauss.

The gas was injected into the discharge space through the end of the back cathode.
Ions were extracted from the opposite end of the discharge space through the front cath-
ode. The front cathode was shaped to cause the electric field at that end of the discharge
to extract ions from the discharge. The extracted ions were focused into a beam as they
passed through the cylindrical lens system. Electrostatic deflection plates at the exit of

6



the focusing cylinder could deflect the ion beam slightly so that it could be positioned on
a target. The gun was normally operated with the anode at 2000 volts and both the front
and back cathode grounded. An extraction potential of -1300 volts was applied to grids 1
and 2 and to the focusing cylinder nearest the grids. The other focusing cylinder was
grounded.

The ion current to a target 1 square centimeter in area was measured as a function
of pressure. In the pressure range of 10-8 torr to 10-6 torr, the ion current-pressure
relationship is given by

L. =0.35p (2)

where I, is the ion current in amperes on a target 1 centimeter square, and p is the
pressure in the vacuum chamber in torrs.

The energy distribution in the ion beam was measured by placing a faraday cup
behind a retarding grid and focusing the ion beam through the retarding grid into the
faraday cup. For the normal operating conditions already stated, the maximum ion
energy was found to be about 1300 electron volts. The distribution of ion current density
over the width of the beam was measured by placing a glass plate with a hole in it in the
ion beam. The hole in the plate was 1/8 inch (0.3 cm) in diameter and a collector plate
covered the hole on the back of the plate. The plate was rotated across the beam and the
ion current measured during the traverse across the beam. The results of the test
showed that the current density varied +10 percent over a 2-centimeter beam width.

Electron Gun Used During Work Function Measurements

The electron gun apparatus used in making the work function measurements con-
sisted of an electron gun and its associated power supplies. A schematic drawing of the
electron gun is shown in figure 6. The cathode was made of tungsten ribbon. The attach-
ment rods and support posts for the cathode were also made of tungsten so that the fila-
ment could be degassed at very high temperatures. The anode was made of nickel sheet
and the aperture in the anode was 0.5 mm in diameter.

As shown in equation (6), the change in sample voltage is equal to the change in the
work function only if the temperature of the cathode is held constant. This constant tem-
perature was obtained by maintaining a constant voltage across the cathode with a pro-
gramable power supply. Figure 2 is an electrical schematic of the work function appara-
tus. The electromotive force Vg was provided by a 30-volt mercury battery and the
resistance R is a 2 X 1010-ohm resistor. The sample voltage Vp was measured by
an electrometer with an input resistance greater than 10 14 ohms and was recorded on a
strip-chart recorder. In order to insure that the sample voltage Vp was in the
retarding field region, the voltage-current relationship was measured while a retarding




voltage was being applied to the sample. The sample voltage was in the retarding field
region if it was less than 1 volt. A test procedure to determine the drift and stability
of the work function showed that the work function could be held constant to within
+0.005 volt.

Rotation Apparatus

The rotation apparatus consisted of the samples and the apparatus necessary to put
the samples into the positions to heat, to bombard with ions, and to measure the work
function. Figure 7 shows a closeup view of the initial adhesion apparatus in the position
used to bombard the samples with ions. In this position, the cam surfaces have raised
the electron gun out of the Way, and the samples are in a position so that they can be bom-
barded with ions by the ion gun. In this position, the samples could also be heated by the
heating filament.

If the right sample were rotated 90°, as shown in figure 8, the work function of the
right sample could be measured. In this position the cam surfaces had lowered the gun
until it was opposite the face of the right target. This position was used for all the work
function measurements.

It was originally planned to use the same apparatus for measuring the change in the
work function and the adhesion coefficient. It was discovered during the course of the
experimentation that nickel samples required much more ion dosage to clean the sur-
faces than did stainless steel or tungsten (ref. 18) upon which the initial estimates of the
required ion current density had been made. Thus, the ion gun used during the work
function measurements did not have enough ion current density to clean the samples in a
reasonable length of time.

When the requirement for a higher ion current density was discovered, a new hot
cathode ion gun was developed to give the higher ion current density. The physical
arrangement of the hot cathode ion gun and the fact that its magnetic field extended into
the region of the samples precluded the measurement of the change in the work function
of the sample when the hot cathode ion gun was installed. The hot cathode ion gun was
used for both the ion bombardment and the heating.

Adhesion Apparatus

The apparatus used during the adhesion tests is shown installed in the vacuum cham-
ber in figure 9. The apparatus consisted of the hot cathode ion gun and the adhesion é.ppa-
ratus. The turntable was locked into position and did not rotate.




Samples

The samples were machined from very pure (99.997 percent) polycrystalline nickel
rod. A set of the samples is shown in figure 10, along with the dimensions of the sam-
ples. The front faces of the samples were ground by using successive grit sizes of sili-
con carbide paper of 240, 320, 400, and 600. They were rough polished on nylon cloth by
using successive pastes of 15- and 8-micrometer size followed by a 1-micrometer dia-
mond paste on Beuhler microcloth. Final polishing was on Beuhler microcloth by using
Beuhler gamma alumina micropolish of 0.05-micrometer size. After final polishing, the
samples were cleaned in an ultrasonic cleaner by using successive solutions of a mild
detergent, deionized water, acetone, and methanol. '

Hot Cathode Ion Gun

A closeup of the hot cathode ion gun installed in the vacuum chamber is shown in
figure 11. The permanent magnets provided an axial magnetic field of approximately
200 gauss. The reflector electrode reflected the electrons as they emerged from the
electron gun and so increased the path length of the electrons in the vicinity of the sam-
ples. A schematic drawing of the hot cathode ion gun is shown in figure 12. The filament
was 1-percent thoriated tungsten wire, and the grid was made from 0.0005-inch-diameter
tungsten wire with 120 wires to the inch. The other parts of the gun were made from
0.010-inch-thick nickel sheet. |

The hot cathode ion gun was used in both the ion bombardment and the heating
cycles. In the ion bombardment cycle, the filament was biased at -180 volts and the lens
was grounded. ‘Argon that had been purified was admitted into the back of the gun through
the gas inlet tube shown in figure 12. The argon was ionized by the electrons being emit-
ted from the filament, and the argon ions were then accelerated into the samples which
were biased to -2000 volts. The total emission current from the filament was approxi-
mately 50 milliamperes.

The variation of ion current with pressure is shown in figure 13. It is seen that
the output of the gun varied from 18 microamperes at a pressure of 2 X 10-7 torr to
360 microamperes at 3 X 10-5 torr. The variation of ion current with sample voltage is
shown in figure 14. The ion current increased with sample voltage up to the highest volt-
age tested which was 2400 volts.

When being used for heating the samples, the potentials on the hot-cathode ion gun
were the same as those for the ion bombardment but the potential on the samples was
+1200 volts. The current to each of the samples during heating was about
10 milliamperes. '




Gas Purification System

It was stated that the argon gas was purified previous to being admitted into the
vacuum system. The argon was initially very pure (99.996 percent), but it was dis-
covered that still further purification was necessary in order to get the pure argon into
the vacuum system. This purification was accomplished by admitting the argon through
an isolation valve into a previously baked evacuated titanium sublimation pump which was
isolated from the vacuum chamber by a variable leak valve. (See fig. 15.) The argon was
admitted into the evacuated sublimation pump until the pressure was about 1000 microm-
eters, and the sublimation pump was flashed and the impurities in the argon were get-
tered. The very pure argon was then admitted into the vacuum chamber through the
variable leak valve.

Mass Spectrometer

The level of contamination in the argon was monitored during the ion-bombardment
cycle by a cycloidal-type mass spectrometer mounted on the vacuum system as shown in
figure 16. The instrument had a sensitivity of about 10-11 torr for nitrogen and unit
resolution at about mass 75. It was necessary to use the mass spectrometer in the pro-
cedure because without it the level of impurities in the system could not have been known,
and the rate of contamination of the sample surfaces during the ion bombardment and
heating procedures could not have been calculated.

Load Cell

The load cell which was used to measure the force is shown installed in the chamber
in figure 9 and in more detail in figure 17. It was calibrated with weights over the range
that it was to be used before and after each set of samples was tested, and it remained
accurate to within 1/2 pound (2.224 N). A separate load cell outside the chamber was
used periodically to give an approximate check on the operation of the inside load cell.
The output of the load cell was measured on a 0- to 1-mV full-scale recorder and could
be attenuated in steps so that full-scale indications of 200 pounds (889.6 N), 400 pounds
(1779.2 N), or 800 pounds (3558.4 N), could be recorded. The load cell was balanced, and
the voltage was checked before each force measurement.

Pressure Measurement

The pressure was measured by a Veeco RG-75 gage tube and an RG-21 controller.
The output of the controller was fed into a recorder so that the pressure could be recorded
continuously during the experiment. A nude Varian gage was also mounted on the vacuum
system, but since the two gages indicated approximately the same, the pressure from the
Varian gage was not recorded continuously.
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Temperature Measurement

A chromel-alumel thermocouple was attached to each specimen in order to mea-
sure the temperature during the annealing part of the cleaning cycle. The output of the
thermocouples was measured by a potentiometer pyrometer.

Electrical Schematic

The electrical schematic for the experimental apparatus is shown in figure 18.
The switches shown allowed the ion bombardment or heat cycles to be selected and also
allowed the temperatures of each specimen to be measured during the heat cycle.

'PROCEDURE

Procedure For Measuring Work Function

After the samples had been installed and alined, the vacuum chamber was evacuated
and baked for approximately 8 hours at 200° C. After the chamber had cooled, the elec-
tron gun (see fig. 6) was turned on and vigorously outgassed with the anode temperature
high enough to cause it to turn a dull red color. After the gun was cooled to its normal
operating temperature, the cathode temperature was adjusted so that the sample voltage
VA was approximately zero. This initial adjustment of the sample voltage at 0 volts
allowed the voltmeter to be set on a scale sensitive enough to allow small changes in the
sample voltage to be measured. After the correct cathode temperature had been deter-
mined, it was maintained by the programable power supply.

The samples were heated to approximately 550° C for 1 hour to outgas them ini-
tially, and after they had cooled to ambient temperature, the relative work function was
measured. Depending upon the particular test sequence, the samples were then either
ion bombarded or heated and the work function subsequently measured.

For the work function measurements, the magnetron ion gun was used to bombard
the samples with ions. Since this type ion gun has no hot filament, the ion-bombardment
procedure was to apply the operating voltages to the ion gun and then to let the argon into
the gun. The ion current to each specimen was measured by a coulombmeter. This
instrument indicated the magnitude of the ion current as well as integrating the current
to give the total ion dosage for each sample. When the desired dosage had been attained
on each sample, the argon was cut off and the ion-bombardment sequence ended.

Heating the specimens during the cleaning procedure prior to the work function
measurements was accomplished by placing a potential of +1200 volts on the samples and
then electron bombarding the samples by using the heating filament previously described.
A temperature of approximately 12000 F (648.80 C) could be attained in about 2 minutes
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by using this technique The heating filament was located so that no tungsten could be
evaporated from it and reach the front face of either sample.

Meesurement of Adhesion Coefficient

The procedure for ion bombarding with the hot cathode ion gun (fig. 12) was as
follows. The filament was turned on and the filament bias and sample voltage were
applied. The argon was then admitted into the back of the gun and the bombardment of
the samples initiated. Since the samples were at a voltage of -2000 volts, it was not
feasible to use the coulombmeter to measure the dosage as with the initial apparatus;
thus, the ion current was recorded every minute and later integrated to give the total
dosage.

The heating of the samples with the adhesion apparatus was similar to heating
during the cleaning procedure before the work function measurements except that the hot
cathode ion gun was used as the source of electrons instead of the heating filament,

The force was applied to the samples by a push-pull mechanism which was attached
to a screw jack which was, in turn, actuated by a variable-speed motor. The speed of the
motor was controllable so that displacement rates from about 1.8 X 10-3 inch per minute
to 0.4 inch per minute could be used. To make an adhesion test, the samples were first
allowed to cool to about 350° F (176.6° C) and then were pressed together by traversing
the left sample inward until the predetermined load was indicated on the load cell. The
load was measured continuously and recorded on the strip-chart recorder. A typical
adhesion test sequence as recorded is shown in figure 19. The load was applied while
the load cell was indicating compressive loads. After the desired load was attained, the
left sample was stopped from traversing inward and the load decreased slightly because
of creep. After a predetermined time, the load was removed by traversing the left sam-
ple outward. When the load cell indicated zero load, the polarity of the output of the load
cell was changed so that the load cell was then indicating tension. The left sample con-
tinued to traverse outward at a constant rate of 1.8 X 10-3 inch (4.57 um) per minute
until the samples broke apart. It is seen from figure 19 that the force increased linearly
right up to the break; this condition indicates a brittle failure at the interface between
the samples.

Measurement of Sputtering and Contamination Rates

Since the total pressure during the ion bombardment was about 8 X 10-6 torr, it
was important to know the partial pressure of the gases in the vacuum chamber because
if a significant amount of these gases would adsorb on the sample surfaces, these sur-
faces could have been contaminated faster than they were being cleaned.
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In order to determine the effectiveness of the sputtering process, the ratio of the
number of nickel atoms sputtered per second to the maximum number of molecules that
could have adsorbed per second was calculated. If this ratio, which will be called ¢,
was large, the nickel was being removed from the surface much faster than the surface
was being recontaminated. The ratio { was calculated from

¢ = 3)

|

where S is the sputtering rate given by

S=1Y @)

where I, isthe number of ions per centimeter2 per second that impinge on the sample
face and is calculated from the ion current, and Y is the sputtering yield in atoms of
nickel removed per incident argon ion (ref. 19).

The maximum contamination rate was calculated by assuming all the molecules
except argon that struck the sample area adhered to it. This condition is admittedly not
true, since the sticking probability for all the gases on nickel is not unity, but the assump-
tion of a unity sticking coefficient gives the maximum possible contamination.

The flux of molecules striking the sample can be calculated from

FZFZ(THI%)TE

or, alternately,

F; = 3.513 x 1022 (Ta_;l_lﬁ (5)
i 1)

where p; is the partial pressure of the ith gas in torrs, Mj is the molecular weight of

the ith gas, and T; is the temperature of the ith gas. The partial pressure of each of

the gases present in the vacuum system during the ion bombardment was measured with

the mass spectrometer. The value of the ratio § varied from 200 to 1000 during the

course of the experiment. This value was considered to be sufficient to prevent any

recontamination of the sample surfaces while they were being sputtered.
RESULTS AND DISCUSSION

Discussion of Work Function Measurements

As discussed previously, the method used to clean the surfaces of the samples was
the ion-bombardment-heating technique. It has been shown that if enough cycles of ion
bombardment and heating are employed, single crystals of nickel can be cleaned, and the
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diffraction patterns of a clean surface can be obtained in a LEED device (ref. 5). Since
in this experiment no such device was possible, the question arose as to the number of
cleaning cycles required to clean the samples in this experiment. The answer to this
question came from the measurement of the change in work function of the surface.

Change of Work Function With Ion Bombardment

As previously discussed, the work function of a metal is changed when gases are
sorbed on the surface. If some contaminant gas such as oxygen is on the surface and
that surface is ion bombarded, some of the oxide layer will be sputtered away. If the
work function is measured before and after the ion bombardment, the work function will
be changed because some of the oxide has been removed. The work function should con-
tinue to change with additional ion bombardment until the oxide layer is removed. This
simplistic picture must be modified somewhat because the ion-bombardment process is
causing argon ions to be "buried" in the surface\of the metal, and because there is some
diffusion of contaminants from the bulk of the metal to recontaminate the surface.

The first test was to measure the change in work function during ion bombardment.
This test was conducted to determine how much ion bombardment was necessary in each
cleaning cycle. The specimen had been initially degassed for 2 hours at 550° C before
the ion bombardment procedure began. The sample was bombarded until the dosage was
10-4 coulomb (the sample area was 0.73 cm2) and then the work function was measured.
The ion bombardment was then resumed, and the work function was measured at incre-
ments of approximately 10-4 coulomb. The results of this procedure are shown in fig-
ure 20. The relative work function, which is the work function measured from some
fixed arbitrary voltage, decreased steadily from 0.24 eV at 10-4 coulomb to -0.06 eV at
approximately 32 X 10-4 coulomb. At 32 x 10-4 coulomb, the work function no longer
changes as the dosage is increased. Subsequent tests repeating this procedure showed
that if the samples were heated to 5500 C prior to the ion bombardment, the results shown
in figure 20 could be repeated with the same results at approximately 32 X 10-4 coulomb.
The fact that the work function was no longer changing with dosage after 32 x 10-4 coulomb
was interpreted as meaning that the sputtering process had removed as much of the sur-
face contamination as it was going to remove in that particular cycle of ion bombardment.
In the ion bombardment part of the cleaning cycle, the dosage for each ion bombardment
was then set at 32 x 10-4 coulomb. (When the sample area is taken into account, the
dosage was 44 X 10-4 coulomb per square centimeter.)

Brock (ref. 18) measured the change in the work function with ion bombardment for
tungsten and stainless steel. For each of these metals the work function decreased with
increasing dosage until at some dosage the work function no longer decreased. This
dosage was 1 X 10-4 coulomb per square centimeter for the tungsten and 5 X 10~4 coulomb
per square centimeter for the stainless steel.
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Change of Work Function With Cleaning Cycles

With the ion bombardment dosage for each cycle determined, the next question was
the number of these cycles required to clean the samples. This answer was determined
by alternately ion bombarding and heating the samples and measuring the relative work
function after each ion bombardment and each heat step. The results of these measure-
ments are shown in figure 21. Only the measurements after heating are presented in the
figure because the surface after heating is in the cleanest state. The relative work func-
tion increased from -0.09 eV after the first heating cycle to 0.75 eV after the fourth
heating cycle to 0.76 eV after the fifth heating cycle. The relative work function changed
only slightly between the fourth and fifth cleaning cycles and seems to have stopped
varying with the cleaning cycles after about the fifth cycle. The invariance of the work
function with further cleaning indicates that the surface is then as clean as the ion-
bombardment-heating cleaning process is going to get it. The surface was thus con-
sidered to be in its cleanest state for the purposes of this investigation after the fifth
cleaning cycle. Some confidence that the ion-bombardment-heating cleaning technique
will indeed produce clean surfaces and that the surface after the fifth cleaning cycle is
relatively free from contamination is given by the work of Farnsworth and his coworkers.
(See ref. 5.)

ADHESION MEASUREMENTS

Effect of Cleaning Cycles

Since the number of cleaning cycles required to clean the surface had been deter-
mined, the next tests were conducted to determine the number of cleaning cycles required
to get the maximum amount of adhesion. The samples were bombarded and heated for one
cleaning cycle, and the sample surfaces were joined with 150 pounds of contact force.

The contact force was maintained for 5 minutes, and then the samples were pulled apart
and the force required to break the adhesion couple was measured.

The samples were then cleaned and the breaking force measured until the maximum
breaking force was attained. Each cleaning cycle consisted of the same ion dosages and
temperatures as was used to generate the data in figure 21. The results of a series of
these tests are shown in figure 22. The breaking force Fy is divided by the maximum
breaking force Fb,max attained in that particular test. The breaking force generally
increased with increasing number of cleaning cycles to a maximum after the fifth cycle
and then does not increase with additional cleaning cycles. The breaking force then
increased as the surface was cleaned and attained its maximum value at the same number
of cleaning cycles as was required to obtain the cleanest surface. There is some varia-
tion between the rates of increase shown in the three tests in figure 22. This difference
is attributed to the variation between tests of other parameters such as the hardness.
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The characterization of the degree of cleanliness of the surface by using the change
in the work function gives a quantitative measure of the number of cleaning cycles
required to attain the maximum adhesion force.

It was found that both the ion bombardment and heating parts of the cycle were
necessary to get any adhesion of the test samples. A test was conducted in which
400 pounds (1779.2 N) of contact force was used after the samples had been heated at
5500 C for 2 hours. No adhesion was measured. Another test was conducted in which
the samples were ion bombarded for a dosage of 10-1 coulomb per square centimeter and
then put together with 200 pounds (889.6 N) of contact force. Again no adhesion occurred.

Oxygen Recontamination

If the sample surfaces are recontaminated with oxygen, then the adhesion coeffi-
cient, which is the breaking force divided by the contact force, should decrease to zero.
Figure 23 shows the results of a test series in which the sample surfaces were cleaned
and then exposed to oxygen for a specified time and at a specified pressure. After the
adhesion coefficient had been measured, the surface was recleaned and exposed to a
higher dosage of oxygen. The results of the test show that the adhesion coefficient
decreased even for relatively low exposures of 0.23 X 10-6 torr-second. The adhesion
coefficient did not become zero, however, until the exposure was 10~4 torr-second. It
the sticking coefficient for oxygen on nickel is assumed to be one for coverages up to one
monolayer, then at least for single monolayer coverage, the exposure is directly propor-
tional to the monolayer coverage. The degree of monolayer coverage is also shown in
figure 23 by using the exposure of 2.22 X 10-6 torr-second for one monolayer of oxygen
(ref. 20).

Gilbreath and Sumsion (ref. 1) measured the adhesion coefficient of clean, fractured
aluminum surfaces as a function of the exposure to oxygen and reported that at an expo-
sure of about 2 X 10-4 torr- second, the adhesion coefficient decreased to zero.

CONCLUSIONS
V7
yY A method for characterizing the surface cleanliness of a nickel surface during
adhesion experiments was studied. The method used the change in work function of the
surface as a measure of the surface cleanliness. An analysis of the results of this study
has led to the following conclusions: :

1. The ion-bombardment and heating cleaning technique can be: used to clean nickel
surfaces for adhesion studies. :

2. The change in the work function of a nickel surface can be used to indicate the
surface cleanliness required for the maximum adhesion coefficient to occur. ’

16




13./Both the ion-bombardment and heating parts of the cleaning cycle are necessary
in order to obtain adhesion of nickel at ambient temperatures.
' o
4. Approximately 10-4 torr-second of exposure to oxygen is required to contaminate
the clean nickel surface to the condition that no adhesion occurs. I K/

Langley Research: Center, W

National Aeronautics and Space Administration,
Langley Station, Hampton, Va., October 18, 1968,
129-03-13-01-23. :
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APPENDIX A
THEORY OF ADHESION OF METALS

At the present time there is not a coherent theory that treats the adhesion of real
macroscopic surfaces. One of the principal reasons for the lack of a usable model is that
the solid surfaces themselves lack definition. Although much work is being currently
conducted in this area, there is not now a clear understanding of what a surface is on
either a macroscopic or a microscopic scale.

The microscopic or atomistic approach to surfaces is being carried out with such
instruments as the low-energy electron diffraction device (LEED), the field emission
microscope, the field ion microscope, and the ion microprobe mass spectrometer. These
instruments allow the study of individual atoms or layers of atoms at the surface.

The studies of the surfaces On a macroscopic scale are being conducted by ultra-
sensitive profilometers, electron microscopes, and the more traditional methods of
metallurgy. Although there is no exact theory to treat the adhesion of metals, some of
the existing theories do give some insight into the various phenomena involved.

One interpretation of the energy balance at an interface was developed by Dupré
(ref. 21) as

WAB = Y40 * B0 ~ 7aB (A1)

where Wap is the work of adhesion between bulk phases A and B; y,( is the inter-
facial energy between phase A and vacuum; yp@, between phase B and vacuum, and
YAR» between phases A and B.

The Dupré equation (eq. (A1)) predicts that if the surface energy of either of the bulk
bhases is decreased, the work of adhesion should also decrease. Further, Gibbs' adsorp-
tion isotherm (ref. 22) predicts the decrease of surface tension (which is part of the sur-
face energy) with increasing surface contamination. Thus the work of adhesion should
decrease with increasing surface contamination.

Many investigations have shown that the adhesion coefficient is decreased when sur-
faces that were relatively clean were exposed to contamination. Gilbreath and Sumsion
(ref. 1), for instance, have shown that the adhesion of copper is decreased by increasing
surface contamination and that only chemically active species such as oxygen affected the
degree of adhesion.

One limitation to the use of equation (A1) is the lack of data on the surface energy
of uncontaminated solid surfaces. Very little data are available in the literature on the
surface energies of uncontaminated surfaces. This subject has been discussed in some
detail in reference 23.
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APPENDIX B
WORK FUNCTION RELATIONSHIPS

The relationships to determine the sample work functions are as follows: The
anode current-voltage relationship in the retarding field region is:

I= CTzexpM (B1)
kT
where
da sample work function
Va sample cathode voltage
T cathode temperature
C constant
The equation
(VB @

must also hold where Vg is the electromotive force and R is the resistance of the
source of current for the diode; therefore,

-1
dva _ T 1
Y E ! _)(mﬂ ®3)

for a constant cathode temperature. Therefore, if Vg - Vp >> 1%, then

For a cathode temperature of 3000° K, 1% ~ 0.25 volt, and since for this experiment,

Vp - V5 ~ 30 volts, Vp - Va > EL,
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A1203 supports

rQ

Nichrome V mounting
posts and current
leads

Tungsten support
posts

Anode (nickel)

Figure 6.- Electron gun

IL J
| / !

| _[-0.5 mm

N \ N I T Tungsten
attachment
L rods
_ﬁ“'
| 1.0 mm

Tungsten ribbon cathode

0.025 mm thick
2.0 mm wide

1.5 cm long

used during work function measurements.

27




1'646¢€-19-1 ‘uopysod Buip.equiog uol ul snjesedde uonejoy -°; aanbiy

MOTToy wey

28




1'699€-29-1

‘ucHAUNy YoM BAIR[3J aJnseaw o} uorusod Uy snjesedde uoneyoy -g aunbiy

\

Bu 3 ean

29




700°0T-89-1

|
:
i
i
i

"JaguWieYd wNnJeA spisuf smiededde uoisaypy -°¢ 84nbi4

30



31

S00°0T-89-1 *sajduwies 0 18§ -1 8Jnbi4

"«*,‘.i WO e e e e

v

.. . J}Am ;wiﬁ;e aﬁf,




900°01-89-1 - 'snjeledde uossaype jo dnasojg --1T a4nbi4

,_mnogwomﬁmagoyomﬁ*mm

32




*unb uol apoyyed o4 --Z1 ainbi4

33

S3IHDNI
I 1 ]
L (41 0
aqn)
9p0I109T0 JoTul SBY)
J0309710Y -1 ;
st " | pIo1yg
1
e e s B -
L
LJd
[ S
J
LIE)
-
sordureg — l“&\v w
suo
“ B o1 - JUeIeTL
Lo .

sjxoddns mONJw




"8dnssaid Ypm JUBLIND U0} Jo uonelBA -"¢T aJnbld

II0)

‘omssoad

A 000z ‘ebeyion erdureg

(4

WD Z¢ 0

‘goae oldureg

=1 021

= 081

1 0vg

=1 00¢

—109¢

‘usImo uoy

sersdureoaotu

34




microamperes

Ion current,

280

240

200

160

120

80

40

Pressure,

Sample area, 0.32 cm_z
9.0x10  torr

\\

L/

1
/

-0.4 -0.8

-1.2

Sample voltage,

-1L.6

kilovolts

-2.0

Figure 14.- Variation of ion current with sample voltage.
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Figure 17.- Closeup of load cell.

L-67-8246




39

*snjesedde UOISaype 10j }IN9JI0 [e9143081F -'8T 84nbid

LNdLNO TTID Vol T130 avo1

"

ADVLIOA TTED AVOT PAcERCARN T CH

¥yaayooay

¥ITTOULNOD
TTIO A¥OT JOSNES _.|=F./1
LADYYL LHOM
_|_ SNET

SITOA 8 =

, 1I
T3
L S

31002 MOOT 00T
%1 %1 %1

SLADIVL LYEH

OL HOVLTOA
L/
S
) T
¥IN 002
SANY 08 F SL'TOA 000H Y
SLTOA 08+ T ATddNS FEMOd
X1ddNS YIM0d LNIAYTIL 2 "ON 1@DHYL LHOM
YN 002
SIIOA 0001~ .
YILANLITOA ATddNS §IMOd £
. YN 002
IDYLTOA SLTOA 000T+
SYId INIWVTL ATddNS HEIMOD

"1 "ON LEDYYL IHDM

|
|
| FUNLYIIINGL
_ LIDYYL 904
TALANOYAL
| YALANOLENALOA
|
; |
2 .
. o 7 *ON LEDHYL LIF1
@ i YN 01
. SITOA 00001 -
1 |  ATddns ¥EaMOd

mo<r50>.l\
LNINAEYENOE NOI

L

T "ON LIDYVL LIEBT




m b
[ 4
pardde _ ] I|..I\||.I.1l —e
g 4 99107 j0uU0D /é« T v T Z L
o i K-
uorssaaduioo
Buryeostpuy ]
poseoax b
90I0] 10BjU0D
_ ]
A N
]
N -
uoTSU) _ \
Buryeorpug L 9 S 14 € \.\\\— o
H.H.NQ.N \\
yeauq sardwres -
4 * —o
Ao
_ 1 ! l ! | _ 1
(=] o [=] (e o (o] (=) o
@©Q ~H (=] © (2] =] H
spunod ‘so104g
., . | _ d d d d
S S S S S S S
<H [} o [+ © <t N
-y i i

SUOIMIU ‘90J0.J

Time, minutes

Figure 19.- Example of recorder trace during measurement of adhesion coefficient.

40




41

+abesop UM UOOUN) YJOM BA1JR|8A JO UOHRLIBA -0z 84nbi4

sqwomod _ Q1 ‘sbesog

HVI
09 04 0)74 0¢ 02 01 0

¢ 0~
5
1°0- o
)
mu
[0 7O e = € @

M .
O
5
o —H
g
[¢]
b
jo}
S
10 2
[
s
0]
2°0

A2 0081 ‘fHasus uol
g2 TL0 ‘eaae o1dureg

L] W




"$919A2 BuIUESID Jo JBqUINU LYIM UCHOUNY YIOM BAE[RJ JO UONRLIEA -T2 8anbl4

so104£0 butuesido jo Jeqump

L 9 G 12 € 4
4
\\

SeynuUIW g1 I07 D _0Gg 03 jEeH
g@o/ 10001 X 3% < ebesop wo; °1242 burueslo yoeg

___________,_

(A9) @ ‘uomouni NJom eATIRISY

42



*$3]9A2 Bujuead Jo Jaquinu yyIm AoUaioe UOISAYpE JO UOJjeliBA -"2Z 84nbi4

$97040 Sutuealo JOo JaquUINN

1%

0T

43




“(suopmeu Tpgzz) spunod g ‘ad.1oj JojU0) “aunsodxa UabAxo yym JUBIILA09 UoIsaype Jo uonelep -z aanbi4

SPUODIS~ I.10} @..9 ‘omsodxq

00z 001 01 0°1 1

_Ilz_ i ] _______ ! { _A______ | !

oMsodxe 0I8Z JB Y0 ———u)

7°0

9PeISA0D J2LBRIOUOW

S°0

‘IUSTOTII000 UOTSSUPY

0

L-6217

17

NASA-Langley, 1969

44




POSTAGE AND FEES PAID
NATIONAL AERONAUTICS AN]
SPACE ADMINISTRATION®

NATIONAL AERONAUTICS AND SPACE ADMINISTRATION
WASHINGTON, D.C. 20546

OFFICIAL BUSINESS

FIRST CLASS MAIL

05U 001 42 55 4ES 70046 69058 01195
BATTELLE MEMORIAL INSTITUTE

DEFENSE METALS INFORMATION CENTER
COLUMBUS LABORATORIES
505 KING AVE.

|
01 \
COLUMBUS, OHIO 432
ATT ROGER J. RUNCK ’J

o

. If Undeliverable ( Section 158
POSTMASTER: Postal Manual) Do Not Retur|

“T'he aeronautical and space activities of the United States shall be
conducted so as to comtribute . . . to the expansion of buman knowl-
edge of phenomena in the atmosphere and space. The Administration
shall provide for the widest practicable and appropriate dissemination

© of information concerning its activities and the results thereof”

— NATIONAL AERONAUTICS AND SPACE ACT OF 1958

NASA SCIENTIFIC AND TECHNICAL PUBLICATIONS

TECHNICAL REPORTS: Scientific and
technical information considered importarit,
complete, and a lasting contribution to existing
knowledge.

TECHNICAL TRANSLATIONS: Information
. published in a foreign language considered
~ to merit NASA distribution in English.

SPECIAL PUBLICATIONS: Information

* TECHNICAL NOTES: Information less broad
in scope but nevertheless of importance as a
contribution to existing knowledge.

TECHNICAL MEMORANDUMS:
Information receiving limited distribution
because of preliminary data, security classifica-
tion, or other reasons.

CONTRACTOR REPORTS: Scientific and
technical information generated under a NASA
contract or grant and considered an important
contribution to existing knowledge.

derived from or of value to NASA activities.
Publications include conference proceedings,
monographs, data compilations, handbooks,
sourcebooks, and special bibliographies.

TECHNOLOGY UTILIZATION
PUBLICATIONS: Information on technology
used by NASA that may be of particular
interest in commercial and other non-aerospace
applications. Publications include Tech Briefs,
Technology Utilization Reports and Notes,
and Technology Sutveys.

Details on the availability of these publications may be obtained from:

SCIENTIFIC AND TECHNICAL INFORMATION DIVISION

NATIONAL AERONAUTICS AND SPACE ADMINISTRA"ON
Washington, D.C. 20546




